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ABSTRACT 

Multiply charged ions are present in vacuum 
arc plasmas. The ions are produced at cathode spots, 
and their charge state distributions (CSDs) depend on 
the cathode material but only little on the arc current 
or other parameters as long as the current is relatively 
low and the anode is not actively involved in the 
plasma production. There are experimental data of 
ion CSDs available in the literature for 50 different 
cathode materials. The CSDs can be calculated based 
on the assumption that thermodynamic equilibrium is 
valid in the vicinity of the cathode spot, and the 
equilibrium CSDs "freeze" at a certain distance from 
the cathode spot (transition to a non-equilibrium 
plasma). Plasma temperatures and densities at the 
"freezing points" have been calculated, and, based on 
the existence of characteristic groups of elements in 
the Periodic Table, predictions of CSDs can be made 
for metallic elements which have not yet been used as 
catqode materials. 

1. INTRODUCTION 

The plasma of vacuum arcs is formed in small, 
quickly moving spots at the cathode surface (also 
called cathodic arcs in vacuum). In this paper we 
consider "low-current" vacuum arcs which have 
typically the following parameters: arc current 50-500 
A, voltage drop between electrodes 20-25 V, current 

density at cathode spots 1012 A I m 2 , plasma density 

at the core of spots 1026 m-3 or greater, plasma 

velocity after acceleration 2 x 104 m Is . There is a 
wealth of literature describing the features of cathode 
spots of vacuum arcs, see for instance [1-3]. 

It has been known for many years that ions 
produced at cathode spots can be multiply charged. 
This has been extensively studied using time-of-flight 
charge-to-mass spectrometry, mainly motivated by 
the development of vacuum arc ion sources [4]. The 
most complete table of experimentally determined 
CSDs is given in Ref. [4] for 50 cathode materials. 

The CSDs of vacuum arcs have a few 
remarkable features: They do not noticeably depend on 
the distance from the cathode and on the arc current 

(that's true in the current range of interest; we do not 
consider high-current arcs where the anode becomes 
actively involved in the plasma formation): 

There have been only a few attempts to explain 
or simulate vacuum arc CSDs. An analysis of 
characteristic times has shown that local 
thermodynamic equilibrium (L TE) can be assumed in 
the vicinity of cathode spots [5] Ionizing and 
recombining collisions occur often during a 
characteristic expansion time as long as the plasma is 
very dense. The plasma composition (i.e., the ion 
CSD) can be calculated based on a set of Saba 
equations (see section 2). Far from the spot, 
ionizing/recombining collisions are sparse, and the 
plasma is in non-equilibrium with the consequence 
that CSDs remain constant (they are "frozen"). The 
transition region from equilibrium to non-equilibrium 
is critical for the establishment of the final, frozen 
CSD; the simplest assumption is that this transition 
occurs momentarily at a certain density and 
temperature. In a recent work [6] it was shown that 
this assumption works surprisingly well for low­
current vacuum arcs without magnetic field (it works 
Jess well at very high currents or in the presence of 
magnetic fields). In [6] calculations have been done 
to explain the CSDs of all 50 experimentally 
investigated cathode materials. It turned out that the 
CSD of cathode materials can be grouped using the 
Periodic Table of elements. Based on this knowledge, 
we predict CSDs for elements of the Periodic Table 
which have not yet been used as cathode materials or 
where no experimental data are available. 

2. CALCULATIONS OF PLASMA 
COMPOSITIONS USING SAHA 
EQUATIONS 

Ionization and recombination reactions are 
balanced if the plasma is in local thermodynamic 
equilibrium (L TE). The balance equations reduce 
under L TE conditions to the Saba equations 

ne nQ+l _3 2LQ+l(T) ( EQ-!lEQ) = A B ( ) exp - (1) 
nQ LQ T kT 

with Q = 0, 1, 2, ... Qrnax 



where ne and nQ are the density of free electrons and 

ions of charge state Q , respectively, . Q = 0 for 
neutral atoms, Q = 1 for singly ionized ions, etc., 
with Qrnax the maximum charge state abundant in the 

plasma; :EQ(T) is the temperature-dependent partition 
function of ions of charge state Q, k is the 
Boltzmann constant, T is the temperature, 

(2) 

is the thermal De Broglie wavelength, and EQ is the 
ionization energy of the Q-fold charged ion. The 
partition function, :EQ(T), reflects the electronic 
shell structure of atoms and ions and is tabulated for 
some elements in [7]. The lowering of the ionization 
energy, !:!.EQ, reflects the particle interaction or non-
ideal nature of the plasma. The interaction becomes 
stronger at higher density At very high density, 
typically ne ~ 1026 m -J. the shifts of energy levels 
of bound electrons become very significant, and the 
lowering of the ionization energy can approach the 
value of the ionization energy itself (stro·ngly non­
ideal plasmas). 

The cathod.e spot plasma starts as a dense, 
nonideal plasma. Strong particle interaction keep the 
plasma in LTE, and its composition can be calculated 
if an appropriate model for !:!.EQ is used. Expansion 
leads to a less dense, less nonideal plasma, and 
eventually the collisions of the plasma particles 
become infrequent causing the plasma to depart from 
L TE. Ion CSDs can be calculated with Saba 
equations as long as L TE is valid, but complete 
balance equations (with ionization and recombination 
coefficients) have to be used under non-equilibrium 
conditions. At this point, a simplifying assumption 
has been made [6, 8]: once the plasma becomes 
"thin" so as to depart from LTE, the plasma 
composition calculated with Saba equations freezes, 
i.e. it is assumed that all changes in the plasma 
composition after transition to non-equilibrium are 
negligibly small. Observable CSDs (e.g. measured 
by time-of-flight charge-to-mass spectrometry) result 
from the freezing at the plasma density and 
temperature at the transition point from equilibrium 
to non-equilibrium; the plasma is at this point only 
weakly non-ideal which allows use of the relatively 
simple Debye-Htickel approximation [9] for the 
lowering of the ionization energy 

(3) 

where 

is the Debye length, and e0 is the permittivity of 
vacuum. The system. of equations (1)-(4) is 
completed by the quasi-neutrality condition 

3. CALCULATION OF VACUUM 
ARC CHARGE STATE 
DISTRIBUTIONS 

(5) 

In a recent publication [6] the Saba equations 
have been solved using tabulated ionization energies 
[10, 11]. Values of plasma density and temperature 
have been found giving CSDs which fit best to the 
experimental results published by Brown [4]. The 
percentage of ion charge states are expressed as 
particle fractions of all ions, 

(6) 

to allow comparison of experimental and best-fit data. 
Additionally, the amount of neutral atoms is given as 

(7) 

that is the percentage of the total heavy particle 
density 

(8) 

The mean ion charge is calculated by 

(9) 

All experimental vacuum arc ion CSD have 
been fitted, giving theoretical data for the plasma 
temperature and density at the freezing point for each 
cathode material [6]. 
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4. PREDICTION· OF VACUUM ARC 
CSDs OF "NEW" ELEMENTS 

A major result of the calculations [6] is that 
the CSDs of elements can be grouped according to the 
Periodic Table of elements. This allows going one 
step further to calculate CSDs of elements which 
have up to now not been used as cathode materials (or 
whose CSDs have not yet been measured). 
Predictions cannot give precise percentages of 
onefold, twofold, threefold etc. ions but a good 
approximation of what can be expected when using 
these "new" materials. Plasma temperature and 
density at freezing have been determined by 
comparing the known data of elements of the same 
chemical and physical nature in the "neighborhood" of 
the Periodic Table. The cathode materials form the 
following 10 groups of elements 
1) alkali metals (IA group): Li, Na, K, Rb, Cs, Fr; 
2) alkaline earth metals (IIA group): Be, Mg, Ca, Sr, 

Ba,Ra; 
3) transition metals of the IliA-VIA group: AI, Ga, 

In, Tl, Sn, Pb, Sb, Bi, Po; 
4) transition metals of the IIIB-VIIB group: Sc, Y, 

Ti, Zr; V, Cr, Mn, including the ferromagnetic 
metals of the VDI group: Fe, Co, Ni; 

5) transition metals of the liB group: Zn, Cd, Hg 
6) high conductivity metals (ffi group): Cu, Ag, Au, 

including the precious metals Pd and Pt of the VIII 
group; 

7) refractory metals (IVB-VIIB and VIII group): Nb, 
Mo, Tc, Ru, Rh, Hf, Ta, W, Re, Os, Ir; 

8) Lanthanides: La, Ce, Pr, Nd, Pm, Sm, Eu, Gd, 
Tb, Dy, Ho, Er, Tm, Yb, Lu; 

9) Actinides: Ac, Th, Pa, U, Np, Pu, Am, ... ; 
10) semi-metal C and semiconductors Si and Ge. 

Table 1 shows the results for the 25 "new" elements, 
arranged in groups of related elements. 

5. DISCUSSION 

There are two major concerns of how reliable 
these calculations are. First, one has to to critically 
examine the validity of the general approach, i.e. the 
assumption of L TE for the dense spot plasma 
(validity of Saba equations in Debye-Hiickel 
approximation) and instantaneous transtion to non­
equilibrium at the "CSD freezing point". The second 
issue is the accuracy or error range one should expect 
for CSDs and "freezing point" data. 

It has been shown in [6] that almost all 
experimental CSDs can be theoretically reproduced 
with surprisingly little deviations, with the exception 
of Mo, Ag, Hf, Ta, W, and Ir. Two explanations are 
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considered for these elements: either the assumption 
of the instantaneous fr~ezing is not a good 
approximation or the non-stationary nature of the ~ 
cathode spot plasma production broadens the 
experimental CSD. Published data of CSD represent 
always values average over many individual 
discharges. It was found that the CSDs of individual 
discharges are different and therefore averaging c~uses 
CSD broadening [12]. The question to be addressed 
by future research is whether this kind of broadening 
is fully responsible for the observed discrepancy 
between theoretical and experimental CSD. If so, the 
calculations predict that the shot-to-shot variation of 
CSD is larger for the elements Mo, Ag, Hf, Ta, W, 
and Ir than for other elements. Due to the grouping 
on must expect that the experimental CSD of Tc, Ru, 
Rh, Re, and Os show a substatial broadending, too. 

The question of accuracy of calculated CSDs 
and freezing point data must be answered very 
differently for the different groups of elements. There 
are groups of elements whose CSD is dominated by a 
specific charge state (for example 1 + for alkali metals 
(like Na) and 2+ for alkaline earth metals), almost 
regardless of what the parameters at freezing are. In 
these cases, the CSD is very reliably predicted (better 
than 3%) but the parameters· at freezing are not (these 
parameters are better estimated by either comparison 
with other elements or calculating freezing conditions 
using characteristic times and lengths). In contrast, 
there are many elements whose CSDs depend strongly 
on the plasma parameters at freezing (like Ga) thus 
the parameters at the "CSD freezing point" can be 
relatively precisely determined by fitting the 
experimental CSD. Under these conditions, however, 
the CSDs of "new" .elementS have a relatively large 
uncertainty: the possible error of the ion percentages 
is estimated to be as great as a factor two. The 
behavior of the two types of elements is illustrated 
for Na and Ga (Fig. 1). 

A final remark on the density of neutral atoms 
as given in Table 1. Neutral atoms appear in the 
Saba equations like any other charge state. The 
calculated density of neutral atoms is the result of 
ionization and recombination reaction under 
equilibrium conditions; it does not include the 
enhancement due to evaporating macroparticles and 
evaporation from hot, liquid metal pools of 
previously active craters. Therefore, neutral densities 
given in Table 1 represent a lower limit. While the 
ratios of ion charge states remain constant during 
plasma expansion, the neutral density can be enhanced 
due to these effects not considered in the model. 



z ne,fr nfr Tfr Q 0 1 2 3 4 5 Q 

(m-3) (m-3) (eV) 
(%of (%) (%) (%) (%) (%) (%) 
nfr) 

"new" alkali metals (lA !n'OUP) 

11 Na l.Oe23 l.Oe23 1.8 1.00 2.2e-2 100.0 1.8e-5 
19 K 1.0e23 1.0e23 1.7 1.00 1.7e-2 99.9 3.5e-2 3.3e-9 
37 Rb 1.0e23 1.0e23 1.6 1.00 2.0e-2 99.9 0.15 9.7e-8 
55 Cs l.Oe23 l.Oe23 1.5 1.01 2.2e-2 99.2 0.70 1.8e-6 
87 Fr l.Oe23 9.5e22 1.5 1.05 1.7e-2 94.5 5.5 2.2e-4 

"new" alkaline earth metals (IIA !n'OUP) 

4 Be 3.1e24 2.4e24 2.1 1.30 1.5 69.7 30.3 
88 Ra 8.2e23 4.1e23 2.1 1.99 1.4e-3 1.5 98.1 0.4 l.le-5 

"new" transition metals of the IliA-VIA grollll_ 
31 Ga 3.9e24 3.7e24 2.0 1.06 0.67 93.7 6.3 3.5e-3 
81 TI 7.5e23 4.7e23 2.3 1.60 0.28 41.6 56.8 1.6 5.0e-4 
84 Po 1.7e24 1.4e24 1.8 1.20 1.55 79.8 20.2 9.3e-3 

"new" transition metals of the Iffi groui>_ 
80 H£ 6.0e24 4.7e24, 2.3 . 1.32 2.7 68.5 31.5 2.4e-2 1.6e-8 : ' 

-·· 

"new" refractory metals (IVB-VTIB and VIII~ oup) 
43 Tc 1.4e25 4.6e24 4.5 3.00 6.7e-4 0.35 19.6 60.0 19.9 0.13 8.1e-6 
44 Ro 1.2e25 4.0e24 4.5 2.90 6.2e-4 0.36 16.9 74.9 7.8 1.3e-2 2.2e-7 
45 Rh l.Oe25 3.6e24 4.5 2. 77 9.6e-4 0.64 25.3 70.4 3.6 2.8 1.4e-8 
75 Re 1.8e25 5.8e24 4.3 3.05 1.4e-3 0.44 15.0 63.7 20.7 0.16 1.6e-5 
76 Os 1.6e25 5.3e24 4.3 2.95 2.2e-3 0.63 20.5 62.3 16.5 6.8e-2 2.9e-6 

. 
"new" lanthanides 

61 Pm 1.2e23 5.5e22 1.8 2.15 2.7e-4 0.87 82.8 16.3 2.4e-4 
63 Eo 1.0e23 4.9e22 1.9 2.10 1.5e-4 0.65 88.9 10.5 2.7e-4 
65 Tb 6.3e23 2.8e23 2.1 2.25 1.6e-3 1.7 71.5 26.8 5.3e-3 
71 Lo l.Oe25 5.1e24 2.4 2.00 0.11 17.7 64.1 18.1 6.6e-4 

"new" actinides 
89 Ac 8.6e23 3.0e23 2.3 2.87 1.7e-4 0.27 12.4 87.3 1.7e-2 6.8e-9 
91 Pa l.Oe25 3.3e24 3.0 3.14 1.2e-3 0.34 11.0 61.5 25.6 2.3e-2 8e-IO 
93 Np 8.9e24 3.0e24 3.0 2.93 1.6e-3 0.48 15.2 75.1 9.2 l.le-3 7e-11 
94 Po 9.2e24 3.4e24 3.0 2.68 2.7e-3 0.82 31.0 67.6 0.54 4.le-6 
95 Am 9.0e24 3.2e24 3.0 2.83 2.le-3 0.66 18.5 77.8 3.0 6.0e-5 

Table 1: Predicted CSD of materials not yet used as vacuum arc cathodes. Z: nuclear charge number; 
ne,fr, n fr> T fr : electron density, heavy particle density, and temperature at the freezing point 

of CSD; Q mean ion charge state; 0: percentage of atoms in plasma; I, 2, 3, 4, 5, 6: ion 

fractions. Notation: 2.4e24 = 2. 4 X 1 o24
. 
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Figure 1: Mean ion charge as a function of density for gallium and sodium at two different plasma 
temperatures (Saba calculations). While the CSD of Na is dominated by 1 + regardless of the 
plasma conditions, the CSD of Ga depends strongly on the plasma density, in particular at 
higher temperature. 
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